
Acoustic Plaster Ceilings  
Product data sheet 228 
Sound absorption 100 mm / 400 mm

Back of panel laminated with
Acoustic fleece AV 2010  
Sound absorption αw = 0.80
Sound absorbing classification B

Single number rating acc. ASTM C 423:	 SAA	 = 0.76
Classification acc. ASTM E 1264:		  NRC	 = 0.75	

Ceiling void: 400 mm

Back of panel laminated with
acoustic fleece AV 2010 +
Glass wool sound protection board SSP 1, 30 mm  
Sound absorption αw = 0.90
Sound absorbing classification A

Single number rating acc. ASTM C 423:	 SAA	 = 0.86
Classification acc. ASTM E 1264:		  NRC	 = 0.85

Ceiling void: 400 mm

Back of panel laminated with
acoustic fleece AV 2010  
Sound absorption αw = 0.75
Sound absorbing classification C

Single number rating acc. ASTM C 423:	 SAA	 = 0.72
Classification acc. ASTM E 1264:		  NRC	 = 0.70	

Ceiling void: 100 mm

Back of panel laminated with
acoustic fleece AV 2010 +
Glass wool sound protection board SSP 1, 30 mm  
Sound absorption αw = 0.95
Sound absorbing classification A

Single number rating acc. ASTM C 423:	 SAA	 = 0.88
Classification acc. ASTM E 1264:		  NRC	 = 0.90

Ceiling void: 100 mm

Ultra-acoustic Panel 12/25R DLV (round)

 Determination of sound absorption coefficient as per DIN EN ISO 354 
 Rating of sound absorption coefficient as per DIN EN ISO 11654

Panel thickness:	 th = 12.5 mm
Mass per unit area:	 6.5 kg/m2 

Perforated area:	 33.9 % 
Fire rating as per DIN 4102:	 A2, “non combustible” 
Fire behaviour as per DIN EN 13501-1:	 A2-s1, d0

System setup:
Covered with plaster carrier fleece and finished with a coating of VoglToptec acoustic plaster Nano SF

Range of use: 
Creation of sound-absorbing areas

Frequency in [Hz]	  125	 250	 500	 1,000	 2,000	 4,000	  

Sound absorption coefficient αp	 0.50	  0.75	  0.70	  0.80	  0.80	  0.85	

Frequency in [Hz]	  125	 250	 500	 1,000	 2,000	 4,000	  

Sound Absorption coefficient αp 	 0.30	  0.75	  0.95	  0.95	  0.90	  0.90	

Frequency in [Hz]	  125	 250	 500	 1,000	 2,000	 4,000	  

Sound Absorption coefficient αp 	 0.15	  0.45	  0.80	  0.90	  0.75	  0.80	

Frequency in [Hz]	  125	 250	 500	 1,000	 2,000	 4,000	  

Sound absorption coefficient αp	 0.55	  0.80	  0.80	  0.95	  1.00	  0.95	

S
ou

nd
 a

bs
or

pt
io

n 
co

ef
fic

ie
nt

 α
s

S
ou

nd
 a

bs
or

pt
io

n 
co

ef
fic

ie
nt

 α
s

S
ou

nd
 a

bs
or

pt
io

n 
co

ef
fic

ie
nt

 α
s

S
ou

nd
 a

bs
or

pt
io

n 
co

ef
fic

ie
nt

 α
s

Frequency in [Hz]

Frequency in [Hz]

Frequency in [Hz]

Frequency in [Hz]

       Anton Vogl Str. 1, 91448 Emskirchen, Germany     +49 9104 825-0     +49 9104 825-250     info@vogl-ceilingsystems.comVogl Deckensysteme GmbH
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